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Test Conclusion
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Naﬁen;és%j/rjl le COPPWARE@ Antibacterial and A *%e{it“?% Ent%sjtt?nﬁ{i JTest
P ntiviral Mask w
SR e XM B % 168 5 1 #k
o TN TRV KA R A BR A 7] 207 =
%p?lif\% Suzhou Guanjie Nano Materials i@ddre% Room 207,Building 1 No.168
Technology Co.,Ltd Yuxin Road,Suzhou Indusctrial
Park China
; 5 ZHEITE R e H
(R 0 Skt = 10 A
S:j nliziﬁ’?ce Submitted for Testing by the Sa:f Fe%%ii t 10P/C\S
P Applicant P y
FE LA PSRRI -
Spec and Lot Ne of 175MM*95MM State and éﬁ;é ]{mj:
Sample Characteristic Y, y
FEREH I AT 2
Sample Received 2020-11-23 ?MEW H A 2020-12-10
Date ompletion Date
*%‘fmfgf*% *%7732 GB/T 31713-2015 B3t A B0 MR 197 1k M7 7%
S Mae':hﬁg an GB/T 31713-2015 Appendix A test method for solubility of antibacterial agent
I H ETIN At T e a3
Item Tested Safety of antibacterial textiles
A i BT AR T P S0 B8 AR 4 2 2 0T
. The test data of the sample(s) is attached to the page(s) of this report.
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ANALYSIS AND TEST RESULT
5SS (Report Ne.): 2020FM31872R01Db
I 8l 9% FF Width of inhibition zone:
RILE R Test Result:
VR P 5 2
| TR AN R T R I CFED
FAT HERE | D e va A0 B 5
S . o Total width of TR LT , Average
A 44 FR s ) Width of the .
. sample and Width of test | . . . width of the
The tested organism Paralle QY inhibition zone S
inhibition zone sample (mm) inhibition
tests (mm)
(mm) zone
(mm)
KT 1 15 15 0
(Escherichia coli) 2 15 15 0 0
ATCC 25922 3 15 15 0
SH O EERE 1 15 15 0
(Staphylococcus aureus) 2 15 15 0 0
ATCC 6538 3 15 15 0
S BR R 1 15 15 0
(Candida albicans) 2 15 15 0 0
ATCC 10231 3 15 15 0
(PR ED
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Notice Items

LR AR A oA B R IO R P . AR SRR
The Test report is invalid if not affixed with Authorized Stamp of Test and Paging Seal.
2 RS T E A AT TR
The Test report is invalid without signature of verifier and approver.
S R TIHR L IR ORI T
The Test report is invalid if being supplemented, deleted or altered.
b RGARBAATE R, A EH (AIWERIRIN AR
Without prior written permission, the report cannot be reproduced, except in full.
S BRAESBAH N, AR R0 R AU RBE ST

Unless otherwise stated, the results shown in this test report refer only to the sample(s)

submitted.
O SHHRIIAR S A R, R URER S 2 BT H AR, AT,
Any dispute of the report must be raised to the testing body within 15 days after the report is
received, exceeding which the dispute will not be accepted.
T XHIERRE S, BRSO IR, A A AN L B S A
For the tested sample(s) submitted by the applicant, the sample information in the test report

is provided by the applicant and the laboratory is not responsible for its authenticity.
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